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Brick–lime mortars and plasters have been widely used as water-proof materials in aqueducts, bridges
and cisterns since early Hellenistic time. In this study, the characteristics of brick–lime plasters used
in some Ottoman bath buildings were investigated in order to understand their relevance as plasters
in hot and humid environmental conditions of the baths. For this purpose, basic physical properties,
raw material compositions, mineralogical, microstructural and hydraulic properties of brick–lime plas-
ters of some historic bath buildings in _Izmir (Turkey) were determined by XRD, SEM-EDX, AFM and
chemical analyses. The results indicated that their survival without loosing their strength and adhesion
in hot and humid conditions of the baths was explained by their hydraulic characters due to the con-
sciously use of porous and pozzolanic crushed bricks as aggregate in the manufacturing of plasters.

� 2008 Elsevier Ltd. All rights reserved.
1. Introduction

Brick–lime mortars and plasters known as Cocciopesto in Ro-
man times are produced by mixing crushed bricks with lime [1].
They have hardened by both the carbonation of lime and the reac-
tion between lime and amorphous silicates and aluminates in the
composition of the bricks in the presence of water. Amorphous
materials react with lime to produce calcium silicate hydrates
and calcium aluminate hydrates that give high strength to the
mortars and plasters and cause the plaster and mortar to set under
water [2]. Due to their setting under water, brick–lime mortars and
plasters have been mostly used as masonry mortars and finishing
materials in the construction of aqueducts, bridges, cisterns and
bath buildings. They were also used as paving layer on floors and
terraces and as a supporting material for mosaics [1].

The importance of the use of brick–lime mortars and plasters in
the humid or wet spaces of the buildings has been known since Ro-
man period. Vitruvius stated that crushed bricks should be used in
the first plaster layers of the walls subjected to high humidity [3].
On the other hand he suggested the use of natural pozzolans in-
stead of brick powders in the mortars of the walls.

Characteristics of brick–lime mortars and plasters were men-
tioned and discussed throughout eighteenth and nineteenth centu-
ries in England and France [4]. In 1744, Loriot asserted that mortars
which were prepared with lime and heated clay minerals instead
ll rights reserved.

: +90 232 7507012.
of lime and brick dust set much quicker, and they would be perfect
water-proof materials for the lining of cisterns, etc [4]. He defined
that the mortars composed of one part of finely sifted brick dust,
two parts of fine river sand, and slaked lime as old as possible
and powdered quicklime as one fourth of the whole amounts of
aggregates should be well mixed and used as soon as possible.
Otherwise, their application would be imperfect or impossible.
However, Higgins and Rondelet quoted but disapproved the meth-
od of Loriot. They pointed out that mortar set very quickly by the
addition of powdered quicklime but it lost its superiority after a
certain period of time due to high amount of lime while common
mortars acquired consistency and hardness equal to hard stones
in this period [4].

In 1824, White stated that artificial pozzolans produced by
heating clay minerals up to vitrification temperatures were not
appropriate materials to obtain good mortar. He defined that brick
aggregates and lime must be used in the lime/aggregate ratios be-
tween 1:3 and 1:4 and to provide a good adhesion, they should be
finely powdered [4].

In 1828, Vicat described three heating methods of clay minerals
to produce artificial pozzolans. In the first method; clay minerals
were heated on an iron plate that was brought to glow for 20–
25 min and stirring the powder constantly in the mean time. In
the second method; powdered clay minerals were mixed with
combustible substances such as saw-dust and chopped straw in or-
der to obtain a porous structure. When the mixture was dry en-
ough it was burned in the upper part of a lime kiln where the
heat was moderate. In the third method, clay minerals were
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crushed into small pieces less than a man’s fist and then they were
heated at moderate temperature in an open air-kiln [5].

Vicat mentioned that all clay minerals would be very energetic
artificial pozzolans if they were heated by the two first methods
[5]. They would be only energetic pozzolans if burned by the third
method, and a little energetic pozzolans if burned to the hardness
of strong bricks. According to him, weakly hydraulic lime must be
mixed with energetic pozzolans and highly hydraulic lime may be
combined with little energetic pozzolans in order to obtain good
hydraulic mortars.

The characteristics of the bricks used in the manufacturing of
lime mortars and plasters were defined in the specification of
building materials in Ottoman period. In the specifications, the
well-fired and newly produced bricks were suggested in the man-
ufacturing of mortars and plasters [6].

In recent studies, raw material compositions, mineralogical,
microstructural and hydraulic properties of brick–lime mortars
and plasters of different historic buildings were determined in or-
der to understand their manufacturing technology and to produce
compatible repair mortars and plasters with the existing ones [7–
12]. The investigated mortars and plasters presented different bin-
der/aggregate ratios varying from 1:4 to 1:2. Binders were mostly
composed of calcite due to carbonated lime and calcium silicate
hydrates and calcium aluminate hydrates that are formed as a re-
sult of the reaction between lime and brick aggregates.

In a few recent studies, the characteristics of the bricks that
were used as aggregates in the production of mortars and plasters
have been defined. These studies indicated that bricks must be
prepared with a high amount of clay minerals and must be fired
at low temperatures (600–900 �C) to have good pozzolanicity
[13,14].

In this study, the characteristics of brick–lime plasters collected
from some Ottoman bath buildings in _Izmir (Turkey) were investi-
gated in order to understand their relevance as plasters in hot and
humid environmental conditions of the baths. For this purpose, ba-
Fig. 1. Section of the Düzce Bath [16] an
sic physical properties, raw material compositions, mineralogical,
microstructural and hydraulic properties of brick–lime plasters of
bath buildings were determined by XRD, SEM-EDX, AFM and
chemical analyses.
2. Experimental methods

In the Ottoman period a large number of baths were built during the second half
of the 14th and 15th centuries [15]. The primary materials used in these buildings
were stone and brick as main construction materials, lime mortar as the joining
material and brick–lime plasters as protective layers against water penetration into
the structure.

In this study, the characteristics of brick–lime plasters used in the interior
spaces of three Ottoman baths (Fig. 1) dated back to the 15th and 16th centuries
in Urla and Seferihisar neighborhoods of _Izmir (Turkey) were examined [16]. They
are Hersekzade Ahmet Pas�a Bath, Kamanlı Bath and Düzce Bath which were located
very close to each other, constructed nearly in the same period, and they had similar
construction techniques.

Furthermore, these buildings are very important because they have survived
until today preserving their original materials from deterioration.

Several plaster layers distinguished by their different colors were observed on
the upper and lower level wall surfaces of the interior spaces of the baths. Lower
level plasters, extended to 1.5 m height above the existing floor, were mostly com-
posed of two or three rough plaster layers with a dark red colored finishing layer to
provide a flat and smooth surface. On the other hand, above the lower level plasters
were composed of a rough brick–lime plaster layer with a fine lime plaster layer
(Fig. 1).

In this study, 12 relatively sound plaster samples were collected from both low-
er and upper levels of interior spaces of the baths. Several types of analysis were
carried out to identify the basic physical properties, microstructural features and
mineralogical and chemical compositions of the plaster samples.

Bulk density and porosity, which are the main physical properties of plasters,
were determined by using standard test methods [17]. The amount of lime binder
and brick aggregate used in the preparation of the plasters were determined after
the dissolution of carbonated lime in dilute hydrochloric acid.

Mineralogical compositions of the plasters which contained both binders and
brick aggregates, separated lime binder in the form of white lumps and brick aggre-
gates were identified by using a Philips X-Pert X-ray diffraction spectrometer (XRD).
The morphologies, microstructures and chemical compositions of plaster matrices
and brick aggregates were determined by using Philips XL-30-SFEG model scanning
electron microscope (SEM) coupled with EDS (EDAX Co). Characteristics of brick
d plaster layers used on the walls.
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aggregate–lime interfaces and their composition were investigated using SEM-EDS
and atomic force microscopy (AFM, Digital instruments, MMSPM-Nanoscope 4) on
polished sample surfaces.

Hydraulic properties of the mortars and plasters were established by determin-
ing the weight loss due to chemically bound water of hydraulic products between
200 and 600 �C, and the weight loss due to the carbon dioxide content of the car-
bonated lime between 600 and 900 �C by heating the samples in a laboratory
furnace.

The pozzolanic activity of the bricks was found by measuring the differences in
electrical conductivities (mS/cm) before and after the addition of powdered brick
(less than 53 lm) into saturated calcium hydroxide solution [18]. The products
formed by the reaction between lime and brick powders in a closed plastic bottle
stored in the desiccators were determined after 30 days by SEM-EDS and XRD
analysis.

3. Results and discussion

The physical properties, relative proportions of brick powder
and lime, chemical and mineralogical compositions of separated
brick powders and microstructural characteristics of plasters are
presented and discussed in this section.

3.1. General characteristics of plasters

All the examined plasters have a pinkish color, stiff structure
and smooth texture. They are well adhered to each other although
they are easily distinguishable with border lines. These character-
istics may show that brick–lime plasters were prepared by well
mixing process of crushed brick aggregates with lime and well ap-
plied. There is a lack of information in the Ottoman archives about
how such a through mixing had been achieved, how the wall sur-
face was prepared and how plasters were applied on the wall sur-
faces [6]. The density and the porosity values of all rough plasters
were in the range of 1.2–1.7 g/cm3 and 31–54% by volume, respec-
tively (Table 1). They can be defined as porous and low dense
materials compared with the ones manufactured from Portland ce-
ment. These values were nearly similar to brick–lime mortars
Table 1
Density, porosity, lime and aggregate ratio (L/A), carbon dioxide and chemically
adsorbed water ratio (CO2/H2O) and mineralogical composition of plasters.

Sample Density (g/
cm3)

Porosity
(%)

L/
A

CO2/
H2O

Mineralogical
composition

Calcite Quartz Albite

H.W.L 1.2 46 5/
4

0.64 +++ + +

H.H.L 1.3 46 4/
5

2.91 +++ + +

K.W.L 1.3 47 1/
2

2.95 +++ + +

K.H.L 1.2 54 4/
5

1.12 +++ + +

D.W.L 1.4 43 4/
5

9.01 +++ + +

D.H.L 1.6 36 1/
1

3.63 +++ + +

H.W.U 1.4 43 5/
4

2.25 +++ + +

H.H.U 1.5 41 5/
4

4.50 +++ + +

K.W.U 1.3 47 4/
5

2.96 +++ + +

K.H.U 1.7 33 4/
5

8.39 +++ + +

D.W.U 1.4 48 3/
2

3.21 +++ + +

D.H.U 1.5 41 1/
1

5.55 +++ + +

H: Hersekzade Bath, K: Kamanlı Bath, D: Düzce Bath. W: warm space (Ilıklık), H: hot
space (Sıcaklık). L: lower level, U: upper level.
which had been used in several Byzantine, Roman and Ottoman
period buildings [19–21].

Finishing layers that were more vulnerable to chemical and
physical action of water were very thin (1 mm.) to determine their
porosity values by standard methods. Hence, SEM has been used to
estimate their porosity values by phase analysis of SEM pictures.
Analyses results revealed that finishing layers had about 5% poros-
ity (Fig. 2). Low porosity values show that finishing layers provide
water-proof surface that prevent water entry into the bath struc-
ture. Porosities of brick aggregates in plasters were also found by
SEM analysis due to their small size (Fig. 3). Their porosities were
found about 30%. When compared with the porosity and density
values of the present-day bricks, they are less dense and high por-
ous materials.

3.2. The composition of plasters mixtures

Raw material compositions of lime plasters and mortars can be
defined by their lime/aggregate ratios and particle size distribu-
tions of aggregates. Lime/aggregate ratios of all plasters were
found in the range of 1:2 to 3:2 by weight (Table 1). Any significant
difference between lime/aggregate ratios of upper and lower level
brick–lime plasters were not observed. Brick aggregates, which had
particle sizes greater than 1180 lm, constituted the major fraction
of total aggregates in all plasters.

Lime/aggregate ratio values of various brick–lime mortars used
in some historic buildings similarly ranged between these values
[9,10,19–22]. This indicated that similar raw material composi-
tions were also used in production of brick–lime plasters, although
the use of high amounts of lime was expected in the production of
lime plasters.
Fig. 2. SE image of finishing plaster layers (K.H.L).

Fig. 3. SE image of brick aggregate (K.H.L).
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3.3. Mineralogical and elemental compositions and microstructural
characteristics of binders and brick aggregates

The mineralogical and elemental compositions and microstruc-
tural characteristics of ‘‘white lumps” representing the binding
materials were determined by XRD and SEM-EDS analyses.

In the XRD patterns of white lumps, only sharp calcite peaks
were detected (Fig. 4). SEM-EDS analysis indicated that calcite
crystals contain high amounts of calcium and low amounts of mag-
nesium (Fig. 5). These analysis results show that high calcium lime
was used as binder in the preparation of the plasters.

The mineralogical compositions and firing temperatures of
brick aggregates were determined by XRD analysis. XRD patterns
of brick aggregates indicated that they were mainly composed of
quartz (Q: SiO2), albite (A: (Na(AlSi3O8)) and potassium feldspar
(F: KAl2Si2O5(OH)4) (Fig. 6). Additionally, a diffuse band between
20 and 30 degrees 2h in the XRD pattern was observed. This band
shows the presence of amorphous substances originated from the
high amounts of heated clay minerals [23]. This observation sug-
gested that the brick aggregates were manufactured by using soil
materials of high clay content.

XRD analyses were also used to predict the firing temperatures
of the brick aggregates. If the bricks are manufactured by using Ca-
Fig. 4. A typical XRD pattern of a white l

Fig. 5. BSE image (a) and EDS spectrum
rich clays, the presence of gehlenite (800 �C), diopside (850 �C) and
wollastonite (900–1050 �C) minerals indicate high firing tempera-
ture of bricks [24]. If Ca-poor clays used, the presence of hematite
indicates that firing temperature of bricks was about 850 �C [24]. In
the XRD patterns of brick aggregates, minerals that were formed at
high temperatures were not observed. This revealed that they were
heated at temperatures up to 850 �C.

This finding was also supported by microstructural analysis of
brick aggregates. Microstructure of brick aggregates indicated the
presence of dispersed filler grains of feldspar, quartz and amor-
phous substances. Amorphous substances, which consisted of
mainly silicon and aluminum, may show the presence of metakao-
lin derived from the heating of kaolinite at temperatures lower
than 900 �C (Fig. 7).

The elemental composition analysis of aggregates indicated that
all the bricks mainly consisted of SiO2, Al2O3 and moderate
amounts of Fe2O3, MgO, Na2O, K2O, CaO (Table 2). However, the
amounts of Fe2O3 in aggregates of finishing layers were found to
be higher than those of rough ones. This may be explained by con-
scious addition of hematite powder to the finishing layers in order
to obtain water-proof and red color surfaces.

XRD patterns of the plaster matrices including lime binder and
brick aggregates showed that they were mainly composed of cal-
ump in plasters (C: calcite) (D.W.L).

(b) of white lump in plaster (K.H.L).



Fig. 6. A typical XRD pattern of brick aggregates in plasters (H.W.U) (A: albite, Q: quartz, F: feldspar).

Fig. 7. BSE image (a) and EDS spectrum (b) of amorphous substances in brick aggregates (K.H.L).

Table 2
Pozzolanic activities (PA), mineralogical and chemical compositions of brick aggregates.

Sample Pozzolanic activity (mS/cm) Mineralogical composition Chemical composition (%)

Q A F AP SiO2 Al2O3 Fe2O3 MgO K2O Other

H.W.L 6.7 + + + + + + + + 92.6 ± 0.8 4.2 ± 0.5 – – 0.8 ± 0.0 2.4 ± 0.4
H.H.L 5.9 + + + + + + + 81.3 ± 1.2 8.8 ± 0.3 3.4 ± 0.4 0.9 ± 0.2 2.1 ± 0.2 3.4 ± 0.5
K.W.L 6.5 + + + + + + + 77.3 ± 0.6 10.0 ± 0.1 5.3 ± 0.5 1.7 ± 0.3 1.9 ± 0.1 3.7 ± 0.5
K.H.L 5.8 + + + + + + + 83.4 ± 1.4 6.8 ± 0.4 4.0 ± 0.8 1.7 ± 0.3 1.0 ± 0.1 3.1 ± 0.2
D.W.L 6.3 + + + + + + + + 80.9 ± 0.4 7.9 ± 0.3 4.7 ± 0.5 1.5 ± 0.2 1.6 ± 0.2 3.4 ± 0.2
D.H.L 3.1 + + + + + + + 73.2 ± 0.8 12.2 ± 0.2 4.7 ± 2.1 1.9 ± 0.1 2.5 ± 0.0 5.4 ± 0.3

H.W.U 7.3 + + + + + + + 87.6 ± 0.8 5.8 ± 0.3 2.3 ± 0.2 0.6 ± 0.6 1.0 ± 0.1 2.7 ± 0.4
H.H.U 3.9 + + + + + + + + 76.3 ± 0.9 12.4 ± 0.1 5.6 ± 1.3 – 3.1 ± 0.4 2.6 ± 0.2
K.W.U 4.8 + + + + + + + 84.8 ± 1.1 8.8 ± 0.2 2.6 ± 0.8 – 1.5 ± 0.5 2.3 ± 0.3
K.H.U 1.6 + + + + + + + + 68.5 ± 0.7 14.2 ± 0.1 7.2 ± 0.2 1.8 ± 0.2 3.1 ± 0.1 5.2 ± 0.4
D.W.U 6.8 + + + + + + + + + 82.1 ± 0.8 7.1 ± 0.4 5.2 ± 0.2 1.4 ± 0.3 1.3 ± 0.1 2.9 ± 0.3
D.H.U 3.3 + + + + + + 59.0 ± 3.3 22.7 ± 2.7 8.3 ± 0.5 2.9 ± 0.1 4.2 ± 0.3 2.9 ± 0.6

Q: quartz, A: albite, F: feldspar potassian, AP.: amorphous phase. Other: CaO, Na2O.
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cite (C: CaCO3), quartz (Q: SiO2) and albite (A: (Na(AlSi3O8)) (Fig. 8).
Calcite was derived from carbonated lime, while quartz and albite
were derived from brick powders. The expected main XRD peaks of
calcium silicate hydrate and calcium aluminate hydrate formations
were not observed in the plaster matrices. This might be due to
amorphous characters of these hydraulic products [25].



Fig. 8. A typical XRD pattern of plaster matrix (C: calcite, A: albite, Q: quartz) (K.H.L).
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3.4. Pozzolanicity of brick aggregates

Pozzolanicity of the brick aggregates was determined by follow-
ing the reaction between lime and powdered brick by electrical
conductivity measurements. Pozzolanic activity values of brick
Fig. 9. SE image (a) and EDS spectrum (b) of bric

Fig. 10. SE image (a) and EDS spectrum (b) of br
aggregates were found to be mostly more than 2 mS/cm which
can be accepted as good pozzolan [18].

The products formed by the reaction between lime and brick
after 30 days were determined by SEM-EDS and XRD analysis. Be-
fore, reaction of brick powders with lime, amorphous structures
k aggregate before reacted with lime (H.S.L).

ick aggregate after reacted with lime (H.S.L).
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that composed mainly silica were observed in SEM-EDS analysis
(Fig. 9). After 30 days, gel like structures that mainly composed
of calcium and silicon were observed in SEM images (Fig. 10). This
might indicate the formation of calcium silicate hydrate (CSH).
However, the expected main peaks of calcium silicate hydrate
and calcium aluminate hydrate formations were not observed in
XRD spectrum. This could be explained by the amorphous charac-
ter of the formed CSH [25].

3.5. Hydraulic properties of plasters

Hydraulic properties of the plasters were established by deter-
mining the weight loss of the powdered plaster samples between
200–600 �C and 600–900 �C. Weight losses between 200–600 �C
and 600–900 �C were mainly due to the loss of chemically bound
water, and the carbon dioxide, respectively. If the ratio of CO2/
chemically bound water (H2O) is between 1 and 10, the plasters
can be accepted as hydraulic [10,19].

Brick–lime plaster samples had CO2 and chemically bound
water percents ranging between 10–29% and 3–15%, respectively.
The ratios of CO2/H2O were lower than 10, ranging between 0.64
and 9.01 (Table 1). Hence, all the brick–lime plaster samples could
be regarded as hydraulic. Hydraulic character of brick–lime plas-
ters could be attributed to the use of pozzolanic crushed brick
aggregates.
Fig. 11. SE image (a) and EDS spectrum (b) of the interface

Fig. 12. AFM image showing the thin brick–lime interface (a) and topography (b) of th
3.6. Durability of plasters in hot and humid environments of the baths

On-site observations of the plasters indicated that they re-
mained in perfectly good condition without loss of strength and
adhesion to the wall. Their durability can be explained by their
microstructural features, hydraulic characters, use of porous and
pozzolanic brick aggregates and precipitation of small and dense
structure of calcite crystals at plaster surface and inside the pores
of brick aggregates by dissolution and precipitation reaction of car-
bonated lime in humid and hot environmental conditions of the
baths.

Microstructural features of the plaster matrices were identified
by scanning electron microscope coupled with EDS and AFM.
Strong adhesion was indicated between aggregates and lime ma-
trix due to the deep penetration of lime into bricks in SEM and
AFM analysis. Brick–lime interfaces are generally free from micro
cracks and pores (Fig. 11). Interfaces were composed largely of cal-
cium, silicon and aluminum (Fig. 11). AFM image shows a uniform
topography and the homogeneous surfaces without any disconti-
nuity between lime and brick aggregates in the plaster matrices
(Fig. 12). The width of the brick–lime interfaces found by AFM
was in the range of 2–10 lm (10�3 mm) (Fig. 12). This may indicate
the formation of hydraulic compounds, such as calcium silicate hy-
drates and calcium aluminate hydrates at the interface. They are
produced by the reaction between amorphous substances derived
by heated clay minerals in brick aggregates with lime (Eqs. (1) and
(I) between lime (L) and the brick aggregate (B) (H.S.L).

e interface (I) between the mortar matrix (L) and the brick aggregate (B) (K.H.L).



Fig. 13. SE image (a) and EDS spectrum (b) of micritic calcite crystals precipitated in the pores of the brick aggregates (D.H.U).
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(2)) [26]. This reaction is more favorable under relatively high
humidity and high temperature. Hence, the formation of calcium
silicate hydrate (CSH) and calcium aluminate hydrate (CAH) are
favorable in the climatic conditions of bath buildings. The presence
of large amount of water in the chemical compositions of calcium
silicate hydrate and calcium aluminate hydrate makes the plaster
more durable to the humid atmosphere of the baths

Al2O3:2SiO2:2H2O
Kaolinite

! Al2O3:2SiO2
Metakaolin

þ2H2O
Water

ð1Þ

Al2O3:2SiO2
Metakaolin

þ7CaðOHÞ2
Lime

þ19H2O

! 4CaO:Al2O3:19H2O
CAH

þ3CaO:2SiO2:7H2O
CSH

ð2Þ

Due to the humid and hot conditions of the baths, all plaster
surfaces and the pores of the brick aggregates are covered with cal-
cite depositions by the subsequent dissolution of carbonated lime.
Deposit layers were composed of small sized calcite crystals con-
taining high amounts of calcium oxide over 95% (Fig. 13). Despite
dissolution of carbonated lime binder and its subsequent precipita-
tion, the brick–lime plasters of the baths stood in perfectly good
condition. This may be explained by the small grain size of the
chemically deposited calcite in water and the subsequent build
up of a very dense structure.

On the other hand, lime plasters used on the upper level of the
bath spaces as finishing layers lost their strength, hardness and hy-
dro-thermal stability. Due to the subsequent dissolution and pre-
cipitation reaction, several deposited calcite layers were formed.
Layers were very porous and easily crumbled (Fig. 14). Although
lime plasters were not durable in the hot and humid environmen-
Fig. 14. SE picture of deteriorated lime plaster used on the upper parts of the bath
spaces (H.H.U).
tal conditions of the baths, it is difficult to explain the reasons for
their usage. All these observations may show that brick–lime plas-
ters are suitable water-proof materials for the climatic conditions
of bath buildings.

4. Conclusions

All brick–lime plasters used in different spaces and levels of
baths have almost the same physical properties, chemical and min-
eralogical compositions, microstructural and hydraulic properties.
Brick–lime plasters are porous and low dense materials. They are
composed of lime and brick aggregates. Their lime/aggregate ratios
are varied in the range of 1:2 and 3:2 by weight. Aggregates with
particle sizes greater than 1180 lm constitute the major fraction
of the total aggregates.

They are durable and stable materials in moist, humid and hot
conditions of the bath buildings. Their durability can be explained
by the formation of calcium silicate hydrate and calcium aluminate
hydrate that are formed at the surfaces and in the pores of the brick
aggregates by the reaction of lime with brick aggregates. These
products provide strong adhesion bonds between lime and aggre-
gates, which make the plasters durable and stiff in humid and hot
environmental conditions of the baths.

The bricks used as aggregates in the plasters have good pozzo-
lanicity due to high amounts of amorphous substance derived by
using clay-rich soil in their manufacturing. Brick aggregates were
little vitrified and did not contain high temperature products like
mullite, suggesting low firing temperatures.

As a result of this study, durable brick–lime plasters in moist,
humid and hot conditions of the bath buildings were consciously
prepared and applied to protect the main structure of the historic
bath buildings from water penetration.
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