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bstract

Nanosized zero-valent iron (nZVI) is increasingly gaining interest as an efficient sorbent for various types of aqueous pollutants. In this study,
ZVI was synthesised by the borohydride reduction method, characterised and then examined for the removal of aqueous Co2+ ions over a wide
ange of concentrations, from 1 to 1000 mg/L. The size of nZVI particles was predominantly within the range of 20–80 nm, and only limited
xidation was observed in samples aged for a period of 2 months. The experiments investigated the effects of V/m ratio, concentration, contact time,
epetitive loading, pH and aging on the extent of retardation of Co2+ ions. Iron nanoparticles demonstrated very rapid uptake and large capacity

or the removal of Co2+ ions. Effective uptake was observed even after a number of repetitive trials. The extent of Co2+ uptake increased with the
ncreasing pH. X-ray photoelectron spectroscopy (XPS) indicate that the fixation of Co2+ ions takes place through the interaction of these ions with
he oxohydroxyl groups on the iron nanoparticle surfaces in addition to spontaneous precipitate formation at high loadings.

2008 Elsevier B.V. All rights reserved.
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. Introduction

Iron nanoparticle technology is considered to be among the
rst generation of nanoscale environmental technologies [1].
ver the past decade, permeable reactive barriers have been
eveloped, as alternatives for the conventional pump-and-treat
echnology, and used to treat groundwater contaminated by dif-
erent pollutants [2]. In these barriers, zero-valent iron (ZVI) can
e used as a reactive material due to its great ability to reduce and
tabilise different types of ions. When zero-valent iron is syn-
hesised on the nanoscale, the uptake capacity increased largely
ue to the increase in surface area and density of reactive sites
3]. An equally important property of nanoscale iron particles
s their enormous flexibility for in situ applications. Modified

ron nanoparticles, such as catalysed and supported nanoparti-
les, have been synthesised to further enhance the speed and
fficiency of remediation [4].

∗ Corresponding author. Tel.: +90 232 750 7540; fax: +90 232 750 7509.
E-mail address: talalshahwan@iyte.edu.tr (T. Shahwan).
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During the last few years, nZVI has been reported to demon-
trate effective fixation for various types of metallic ions,
ncluding Pb2+, Cr6+, Ni2+, As3+, As5+, Cd2+, Cu2+, Zn2+ and
a2+ [5–10]. To our knowledge, the uptake behavior of Co2+ on
ZVI has not been studied before.

Cobalt is a transition element that is conceived as one of the
eavy metals. In addition, cobalt possesses the radioisotope 60Co
t1/2 = 5.3y) which is extensively used in medicine for cancer
reatment as well as for sterilisation purposes. 60Co possesses
relatively long half-life and strong � radiation (E� = 1173.2,

332.5 keV). This radioisotope is also important from a radioac-
ive waste point of view, as it is produced by neutron activation
f 59Co in nuclear power plants.

In this study, nZVI was synthesised by liquid-phase reduc-
ion of FeCl2 and was characterised in terms of its zero-valent
ontent, structure, morphology, zeta potential and surface area.
he material was then examined as an adsorbent for aqueous

o2+ ions. The uptake capacity of nZVI was investigated over a
ide range of initial concentrations of aqueous Co2+ solutions,

rom 1 mg/L up to 1000 mg/L. The uptake experiments included
etermining the effects of time, V/m ratio, repetitive loading,

mailto:talalshahwan@iyte.edu.tr
dx.doi.org/10.1016/j.cej.2008.01.024
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H and aging of the adsorbent on the extent of Co2+ retarda-
ion. The characterisation techniques included scanning electron

icroscopy/energy dispersive X-ray (SEM/EDX) analysis, X-
ay diffraction (XRD), X-ray photoelectron spectroscopy (XPS),
igh-resolution transmission electron microscopy (HR-TEM),
ame-atomic absorption spectroscopy (FAAS), zeta potential
nd BET-N2.

. Experimental

.1. Preparation of nZVI

A variety of physical and chemical synthesis techniques are
vailable for nZVI and a summary of these techniques was
ecently outlined in a review paper on the topic by Li et al.
11]. In this study, nZVI was synthesised using the method
f liquid-phase reduction, utilising sodium borohydride as the
educing agent. The procedure followed in this work was pri-
arily based on a previously reported one [12], with some
odifications. The experiments were conducted without apply-

ng an inert atmosphere or a dispersion agent. In each batch, a
ample of FeCl2·4H2O weighing 17.8 g was dissolved in 50 mL
f absolute ethanol and distilled water solution (4:1, v/v). As
he reducing agent, 8.47 g NaBH4 was dissolved in 220 mL of
istilled water to provide a ∼1 M solution. Excess borohydride
s typically applied in order to accelerate the reaction and ensure
niform growth of iron particles [4]. The NaBH4 solution was
dded to the Fe2+ solution drop wise (40–50 drops/min) while
tirring the reaction mixture well. The resulting reaction occurs
s below:

e2+ + 2BH4
− + 6H2O → Fe0 + 2B(OH)3 + 7H2↑

Black particles of nZVI appeared immediately after intro-
ucing the first drop of NaBH4 solution. Further mixing for
0 min was allowed following the addition of NaBH4 solution.
lack iron powder was separated from the solution by vac-
um filtration using Whatman (blue band) filter papers. The
olid was then washed at least three times with 99% absolute
thanol. This washing step appeared to be critical in stabil-
sing nZVI against immediate oxidation, as samples washed
ith deionised water showed faster oxidation when exposed

o the atmosphere. Finally, the powder was taken into a watch
lass and dried in an oven at 75 ◦C overnight. It must be
oted here that during the earlier trials of nZVI synthesis,
hen the iron powder was dried in an evacuated oven, the

ample ignited at once upon exposure to atmospheric oxy-
en. Therefore, the drying step was always performed in the
ven without air evacuation. The obtained powder had a black
olour and no significant change in colour was detected for
amples stored under normal conditions for a period of 2
onths.

In order to identify the iso-electric-point (IEP) of the iron

anoparticles, zeta potential was measured for a series of iron
uspensions having adjusted pH values in the range 6.0–12.0.
he measurements were conducted at a concentration of 0.1 g/L
sing a Zeta-Meter 3.0 instrument.
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.2. Uptake experiments

All the Co2+ solutions were prepared by dissolving appro-
riate amounts of CoCl2·5H2O in ultra-pure water (18 M�). In
he experiments performed to investigate the effect of V/m ratio
volume of solution/mass of sorbent), the applied ratios were
0, 100, 150 and 200 mL/g. This was achieved through adding
.200, 0.100, 0.067 and 0.050 g doses of nZVI into 10 mL of 1,
, 50 or 1000 mg/L Co2+ solutions and shaking for 24 h.

To elucidate the time required to achieve equilibrium of
ptake, solutions of Co2+ with concentrations of 10, 100 and
000 mg/L were shaken for 5 min, 10 min, 20 min, 40 min, 1 h,
h, 4 h and 24 h. In each sample, 10 mL of solution was added to
.20 g of sorbent. The extent of desorption was investigated by
xposing the Co-loaded samples of iron nanoparticles to distilled
ater for different shaking periods. Four mixtures, shaken for
min, 30 min, 2 h and 24 h, respectively, were then centrifuged
nd the liquid phases were transferred into clean falcon tubes
or concentration analysis.

The extent of uptake as a function of initial concentration was
tudied at Co2+ concentrations of 1, 5, 10, 50, 100, 250, 500 and
000 mg/L. In these experiments, 0.050 g samples of nZVI were
eparately added to 40 mL aliquots to have volume/mass (mL/g)
atios of 800. The mixtures were then shaken for 24 h.

In order to check the effect of repetitive loading on the reactiv-
ty of the nZVI, 0.20 g samples of nZVI were repeatedly exposed
o 10.0 mL aliquots of fresh Co2+ solutions having initial con-
entrations of 1, 5, 100 or 1000 mg/L. Each of the repetitive
xperiments was conducted for 45 min of shaking. The mix-
ures were then centrifuged, the supernatant solutions collected
s explained below and fresh Co2+ solutions added to the solid.
ach solid was exposed to eight repetitive trials of uptake.

A set of experiments was also performed at the initial Co2+

oncentration of 1000 mg/L in order to check the effect of aging
f nZVI on its scavenging ability. In each experiment, 10 mL of
o2+ solution were contacted with 0.2 g nZVI for a period of
4 h.

In the pH-uncontrolled experiments performed using nZVI,
he pH varied between 6.4 and 8.7 depending on the applied con-
entration of Co2+; the higher the concentration the lower the pH.
he chemical speciation analysis of aqueous cobalt ions under
ifferent pH conditions was performed using visual MINTEQ
oftware using input conditions corresponding to various initial
oncentration, temperature, pH and ionic strength values. The
esults showed that up to pH values of 8–9, the dominant chem-
cal form of Co in aqueous media is Co2+. Above pH 9, forms
ike CoOH+ and Co(OH)2(aq) become increasingly effective.
epending on this, it is apparent that, within the experimental

onditions of this study, the dominant form of cobalt in aqueous
edia is Co2+.
In order to reveal the effect of pH, the pH of the mixtures were

djusted to 4.0, 6.0, 8.0 and 10.0 at the start of mixing. In these
xperiments, 20 mL of 1000 mg/L Co2+ solution were mixed

ith 0.05 g of nZVI in the presence of 0.01 M NaCl applied to

tabilise the ionic strength of the medium. The pH was adjusted
y adding droplets of 3.0 M or 1.0 M HCl or NaOH solutions.
he mixtures were then shaken for 24 h.
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In each of the above experiments, the mixtures were con-
ained in 50 mL polypropylene centrifuge tubes. Following
haking, these mixtures were centrifuged; the supernatant solu-
ions were collected and acidified to 1% (v/v) by concentrated
itric acid. The filtrate was then analysed for Co content with
ame AAS using a Thermo Elemental SOLAAR M6 Series
tomic absorption spectrometer with an air–acetylene flame. The
olid samples were characterised using XRD and SEM/EDX
rior to and following the uptake process. XRD analysis was
erformed using a Philips X’pert Pro diffractometer with Cu K�
adiation (λ = 1.54 A). Patterns were recorded from each sample
ver a 2-theta range of 10–90◦. SEM/EDX analysis was done
sing a Philips XL-30S FEG instrument. The solid samples were
rst sprinkled onto adhesive carbon tapes supported on metal-

ic disks. Images of the sample surfaces were then recorded at
ifferent magnifications. The EDX analysis was performed at
andomly selected areas on the solid surfaces to elucidate the
tomic distribution on the surface of the adsorbents.

The nZVI samples were also analysed using HR-TEM with
Tecnai F20 instrument located at the Max Planck Institute

or Polymer Research. The instrument was operated at 200 kV
cceleration voltage. Prior to analysis, nZVI was dispersed in
thanol using an ultrasonic bath and a drop of the dispersion was
pplied to a holey carbon TEM support grid. Excess solution was
lotted off using a filter paper.

For XPS analysis, the samples were mounted in Al holders
nd analysed under high vacuum (<1 × 10−7 mbar) in a Thermo
G Scientific X-ray photoelectron spectrometer equipped with
dual anode (Al K� 1486.6 eV and Mg K� 1253.6 eV). Al K�

adiation was used 400 W (15 kV) for the analyses. High reso-
ution scans were acquired with 30 eV pass energy and 200 ms
well time while wide scan survey spectra were acquired with
00 eV pass energy and 200 ms dwell time. Data analysis was
arried out using Dayta Systems’ Pisces software.

. Results and discussion

The XRD diffractogram of freshly synthesised nZVI is shown

n Fig. 1a. The figure indicates that iron is mainly in its Fe0

tate, characterised by the basic reflection appearing at a 2-theta
alue of 44.9◦. Signals of the iron oxides (haematite, Fe2O3, or
agnetite, Fe3O4) were not observed in the XRD patterns of

f

a
p

Fig. 2. Typical SEM images of nZVI: (a) a freshly prep
ig. 1. XRD patterns of nZVI: (a) fresh; (b) after 3 weeks; and (c) 2 months
fter synthesis.

resh samples. Samples of iron nanoparticles stored for several
eeks showed weak oxide signals at 36◦ 2-theta in their XRD
atterns. The pattern of a sample 3 weeks after its preparation is
iven in Fig. 1b. The features of iron oxide became more distinct
n nZVI samples aged for 2 months (Fig. 1c). It must be noted that
he extent of oxidation of iron might not be fully elucidated by
RD examination solely because of the limitations in detection

evel of this technique. This topic was considered further in light
f HR-TEM findings as given below.

Typical SEM images of the synthesised iron nanoparti-
les are shown in Fig. 2. The fresh iron particles appear to
ave size distribution within 20–80 nm (Fig. 2a), demonstrat-
ng the characteristic chain-like morphology. Aggregation of
he nanoparticles is reported to be caused by the large surface
rea and magnetic dipole–dipole interactions of the individ-
al particles [11]. SEM analysis of a 2-month aged sample of
ZVI (Fig. 2b) showed that the chain-like structure was still
ominant but indicated also the presence of some larger floc
ggregates, stemming possibly from the enhancement in oxide

ormation.

Literature resources indicate that iron nanoparticles possess
core–shell structure, in which the shell represents the oxidised
art that surrounds the Fe0 core and preserves it against fur-

ared sample and (b) a sample aged for 2 months.
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In order to study the variation of the uptake capacity of nZVI
with initial concentration, a separate set of experiments was per-
formed in which the V/m ratio was raised to a value as high as
800 mL/g. The variation of equilibrium concentration in solu-

Table 1
Values of % uptake of Co2+ on nZVI obtained for different initial concentrations
and different V/m ratios

Initial concentration
(mg/L)

Volume (mL) nZVI (g) V/m (mL/g) % Uptake

1

10 0.20 50 >99
10 0.10 100 >99
10 0.67 150 98
10 0.05 200 >99
40 0.05 800 99

5

10 0.20 50 >99
10 0.10 100 >99
10 0.67 150 98
10 0.05 200 97
40 0.05 800 98

50

10 0.20 50 >99
10 0.10 100 >99
10 0.67 150 98
10 0.05 200 99
40 0.05 800 96

10 0.20 50 95
Fig. 3. HR-TEM images of nZ

her oxidation [e.g. 1,3,6,7,9]. As shown in Fig. 3, the HR-TEM
nalysis performed in this study supports this view with the shell
eing about 3–5 nm thick, in line with previously reported val-
es. The absence of high-resolution fringes in the shell image
ndicates that the shell is amorphous.

The measurements of zeta potential at different pH values
howed that the iso-electric-point of iron nanoparticles occurred
round 8.1–8.2. This is in line with the value reported earlier by
ther authors [1]. According to surface area analysis, the BET
urface area of iron nanoparticles is 14.2 m2/g, and the Langmuir
urface area is 51.4 m2/g. The same analysis indicated also that
he adsorption average pore width (4V/A by BET) is 38.8 Å, and
hat the t-plot micropore volume is 0.01138 cm3/g. It is reported
hat a surface area measured on a dry basis is unlikely to reflect
he actual available area in solution because of the tendency of
ZVI particles to aggregate inside solution [3].

Kinetic experiments were carried out to determine the time
equired to reach equilibrium. The results showed that equi-
ibrium was achieved within 10 min of contact at the initial
oncentration of 10 and 100 mg/L. When the initial concentra-
ion was raised to 1000 mg/L, about half an hour was required
o achieve equilibrium. Such a rapid uptake is indicative that the
ites on nZVI are readily accessible for Co2+ ions. The desorp-
ion behavior of initially fixed Co2+ ions was studied at different
eriods extending from 5 min up to 24 h. In general, an increase
n the released amounts of Co2+ ions occurred as the shaking
ime increased. At the end of 24 h, the values of % desorption
f initially fixed Co2+ ions were 3.6, 5.6 and 17.0 for samples
repared at the initial concentrations of 10, 100 and 1000 mg/L.
he values of % desorption were calculated using the concen-

rations of Co2+ released from iron nanoparticles into solution,
elative to the amount of the ion originally fixed at the stage of
ptake.
The next experiments were conducted to reveal the effect of
he V/m ratio and the results are presented in Table 1. According
o these, at initial concentrations of 1, 5 and 50 mg/L, almost
omplete removal of Co2+ ions was achieved regardless of the

1

sh at different magnifications.

pplied V/m condition. When the initial concentration was raised
o a value as high as 1000 mg/L, however, a gradual decrease in %
ptake was observed to accompany the increase in V/m ratio. The
esults provided in Table 1 indicate that, at high concentration,
he larger quantity of adsorbent leads to higher removal and
lso that nZVI is so efficient that raising the V/m ratio fourfold
or decreasing the amount of nZVI by a factor of 4) leads to a
ecrease of only about 20% in the percentage removal by nZVI.
000
10 0.10 100 85
10 0.67 150 73
10 0.05 200 74
40 0.05 800 22
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Table 2
A comparison of Co2+ uptake capacities by different sorbent materials

Sorbent Uptake capacity (mg/g) Reference

nZVI 172.0 This study
Activated carbon 13.88 [13]
Vermiculite 49.49 [14]
IRN77 resin 86.17 [15]
Bentonite 125.9 [16]
Anaerobic granular sludge 18.76 [17]
Hydroxyapatite 20.19 [18]
TVEX–PHOR resin 8.7 [19]

Table 3
Values of the equilibrium concentrations and % uptake of Co2+ ions on nZVI
samples kept for different aging times before being applied as adsorbents

Sample aging C (mg/L) Q (mg/g) % Uptake

Fresh 20.0 49.0 97
4 days 63.2 46.8 94
15 days 88.4 45.6 91
25 days 43.6 47.8 96
4

I
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for longer periods is required for a detailed assessment of the

F
a

ig. 4. The uptake isotherm of Co2+ on nZVI at a V/m ratio of 800 mL/g.

ion, C (mg/L), with that on the solid Q (mg/g), is shown by
he isotherm presented in Fig. 4. Up to 100 mg/L initial con-
entration, nZVI seems to be very effective in Co2+ fixation.
eyond the initial Co2+ concentration of 250 mg/L, a saturation

tage is approached. At the highest studied initial concentra-
ion, the amount of Co2+ on iron nanoparticles was 172.0 mg/g.
his value seems to be larger than the uptake capacity values

eported earlier for various sorbents, as shown in Table 2. It
hould be stressed, however, that the values given in the table
riginate from different studies in which the experimental con-
itions might not match those applied in the current study and,
s such, that the comparison made here aims at showing the high
ptake potential of iron nanoparticles rather than establishing a
uantitative scale of efficacy among different sorbents.

In order to test the effect of aging on the reactivity of nZVI,

xperiments were performed using freshly produced nZVI in
ddition to samples aged for the periods of 4, 15, 25 and 40
ays. The results indicated that iron nanoparticles have largely

t

t

ig. 5. Variation of the % uptake with the number of applications of the same nZVI sam
nd (d) 1000 mg/L.
0 days 113 44.4 89

n each trial, 10 mL of 1000 mg/L Co2+ solution were contacted with 0.2 g nZVI
or a period of 24 h.

etained their reactivity towards Co2+ ions even 40 days after
reparation. The results expressed in terms of % uptake are pro-
ided in Table 3. According to these findings, the percentage
emoval of Co2+ ions varies within less than 10% among the
ged nZVI, and even for nZVI samples that were aged for 40
ays the uptake is as high as 89%. The extent of loss of reactiv-
ty with aging is closely related to the uptake mechanism, which
s discussed below, and further work on nZVI samples aged
opic.
The high uptake capacity demonstrated by nZVI motivated

esting of the effect of repetitive loading on the reactivity of

ples at the initial Co2+ concentrations of: (a) 1 mg/L; (b) 5 mg/L; (c) 100 mg/L;
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up to the initial Co2+ concentration of 100 mg/L the pH values
appear to be higher than the IEP throughout the mixing time.
Within this concentration range, significant contribution of elec-
trostatic attractions and surface complex formations between
ig. 6. A typical EDX spectrum of nZVI after the uptake of Co ions at the
nitial concentration of 1000 mg/L. The Co peak might contain contribution from
e K�.

his adsorbent. The results are demonstrated in Fig. 5 at initial
o2+ concentrations of 1, 5, 100 and 1000 mg/L. The figure

hows the change in % uptake with the number of applications
f the same sample of nZVI. The decrease in the uptake capacity
f the repeatedly applied iron nanoparticles is concentration-
ependent. The decrease is most drastic for the highest initial
oncentration, as expected. The negative values of the % uptake
fter the fifth trial in Fig. 5d possibly stem from partial desorption
f previously fixed Co2+ ions.

Energy dispersive X-ray (EDX) analysis was used to evaluate
he elemental content of nZVI following the uptake of Co2+

ons. A typical EDX spectrum recorded for Co2+-loaded iron
anoparticles, exposed to an initial concentration of 1000 mg/L
t V/m ratio of 50, is shown in Fig. 6. Due to the detection limit of
DX, elemental evaluation at lower Co2+ initial concentrations
as not possible. For this sample, 95% uptake was achieved

see Table 1), which corresponds to a Co2+ concentration of
7.5 mg/g of nZVI. EDX spectra were collected from randomly
elected points on the surface and indicated the presence of Cl
originating from FeCl2) and B (caused by NaBH4) in addition to
, Fe and Co in the structure. According to EDX quantification,

he atomic percentage of Co on the iron surface was within the
ange 4.5–5.9 and the average atomic ratio of Co/Fe was 0.16. It
ust be noted that there is a possibility for the overlap of EDX

ines of Co K� with Fe K� due to their close energies, therefore
he given values must be carefully viewed.

In a pioneering study that surveyed the XPS spectra for a
ariety of metal ions upon sequestration by nZVI, Li and Zhang
eported that nZVI has the ability to remove metal ions from
queous solution by multiple mechanisms thought to be in direct
ependence on the core–shell structure of the nanoparticles [9].
hese mechanisms are reported by the same authors to include
lectrostatic adsorption, complex formation, reduction and pre-
ipitation, the contribution of each of which is dependent on
he standard electrode potential of the metal ion and the oper-

ting experimental conditions, in particular pH of the medium
9]. Taking into consideration that the standard reduction poten-
ial of Co2+ (= −0.28 V, 298 K) is somewhat larger than that of
e2+ (= −0.44 V, 298 K), the removal of aqueous Co2+ might be

F
o

g Journal 144 (2008) 213–220

xpected to take place to a certain extent through a redox reac-
ion in which insoluble Co0 is produced. In earlier investigations,
he oxidation–reduction mechanism of uptake was reported to
e effective for a number of ions that are higher in the elec-
rochemical series than Fe2+, such as Pb2+ and Cr6+ [5], Ni2+

6], As3+ and As5+ [7,8] and Cu2+, Ni2+ and Ag+ [9]. How-
ver, our XPS analysis did not confirm that sorbed cobalt was
resent in its zero-valent form. According to this analysis, the
ecorded Co 2p3/2 peaks were located at 781.2 ± 0.1 eV and were
symmetric to the high binding energy side. This value occurs
n between the values reported earlier to correspond to Co2+ in
oO (780.0 ± 0.2 eV for the 2p3/2 line) [20,21], and to Co2+

n Co(OH)2 (782.0 ± 0.1 eV for the 2p3/2 line) [22]. Both lines
re readily discerned from that corresponding to metallic cobalt,
o0 (778.0 ± 0.2 eV for the Co2p3/2 line) [20,23]. Based on this,

t could be suggested that Co2+ ions did not undergo reduction
pon their fixation by iron nanoparticles but were fixed by the
ydroxyl groups at the surface of the shell of iron nanoparticles
r simply precipitated on that surface in the form of Co(OH)2. As
eported earlier [9], iron nanoparticles in contact with aqueous
olution develop FeOOH groups as a result of surface hydrox-
lation and subsequent dehydration of the exposed shell. The
evelopment of such groups is evident in the XPS spectrum
rovided in Fig. 7 for a sample of iron nanoparticles at the end
f uptake. The recorded Fe 2p photoelectron profile was very
imilar to that attributed to Fe in ferrioxyhydroxide (FeOOH)
ith the Fe 2p3/2 line centred at 711.7 ± 0.1 eV binding energy

23].
As given earlier in this text, the iso-electric-point of iron

anoparticles occurred at a pH of 8.1–8.2. Thus, when the pH
f the medium is higher than the IEP, the surface will be neg-
tively charged and consequently attract the positively charged
o2+ ions. The pH variation with time at different initial con-
entrations is shown in Fig. 8. According to the obtained values,
ig. 7. XPS spectra showing Fe peaks for: (a) an iron standard; and (b) a sample
f iron nanoparticles at the end of mixing with Co2+ aqueous solution.
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Fig. 8. pH variation with time at different initial Co2+ concentrations.

o2+ ions and surface groups on the iron nanoparticles seems
o be plausible. In the case of higher initial Co2+ concen-
rations, the pH is seen to drop below the IEP throughout
he course of mixing. As long as the over-saturation condi-
ions are met, the contribution of spontaneous precipitation of
o(OH)2 might be more pronounced in comparison to sorption
rocesses.

In order to assess further the importance of pH on the extent of
o2+ retention by nZVI, separate sets of experiments were car-

ied out in which the initial pH values were adjusted in the range
.0–10.0 and the initial concentration of Co2+ ions was kept
t the highest studied value, i.e. 1000 mg/L. One set of experi-
ents was performed with Co2+ solutions prepared in distilled
ater while in the other 0.01 M NaCl was applied as a back-
round electrolyte. The results are given in Table 4. While a small
ncrease in the % uptake of Co2+ ions took place when the pH
as raised from 4.0 to 6.0, a great increase in the extent of uptake
ccurred when the pH was increased from 6.0 through 8.0 up to
0.0, where almost complete removal was achieved. This dras-
ic change is pointing to the role of protonation/deprotonation

f the hydroxyl species on the surface of iron nanoparticles, in
ddition to precipitation of cobalt hydroxide in the fixation of
o2+ ions.

able 4
nitial and final pH values and the corresponding % uptake of Co2+ ions on nZVI
amples

Initial pH Final pH % Uptake

i)

4.0 6.2 15.1
6.0 6.4 17.3
8.0 6.9 87.8

10.0 9.2 99.0

ii)

4.0 4.7 14.3
6.0 4.9 25.1
8.0 7.0 96.7

10.0 9.2 >99.9

n each trial, 20 mL of 1000 mg/L Co2+ solution were contacted with 0.05 g
ZVI for a period of 24 h:(i) the experiments performed in distilled water; and
ii) the experiments performed using 0.01 M NaCI as background electrolyte.

[

[
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. Conclusions

Nanoparticles of zero-valent iron synthesised in an
thanol–water medium showed a significant stability against
tmospheric conditions. In line with previous reports about the
opic, the particles possessed a core–shell structure, with diame-
er that is predominantly in the range of 20–80 nm, and appeared
o form chain-like aggregates. Under various sets of experimen-
al conditions, nZVI demonstrated high retention capacity and
ery rapid uptake kinetics in the removal of aqueous Co2+ ions.
ging of nZVI up to 2 months caused small changes in the

eactivity of the material, which also demonstrated effective
etardation of Co2+ ions even after a number of repetitive tri-
ls. Increasing the pH lead to an increase in the amount of fixed
o2+ ions. The mechanism of uptake seems to be related to the

peciation of surface oxohydroxyl groups on the nZVI surface
nd no evidence of a redox mechanism was detected.
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